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Report Issued To :

Starke Adhesive Pvt Ltd.

Test Report No

GTL/04260805096/N5

RPM)

90 Deg.C, Spindle No-3 & 60

-27/11Phase - 4 Vatva GIDC Date of Receipt 1 31/07/2026
Ahmedabad, Ahmedabad, Gujarat Date of Issue : 05/08/2026
Phone No : 7622925258 ' -
Email : starkeadhesive20@gmail.com Customer's Ref.(NQ.' <'N.M
Sample Described as : Modified Starch Powder
Sample Qty : 500 gm Mfg. Date tN.M,
‘Packing Mode : Sample Packed in Plastic Bags Exp. Date tN.M,
: B.No :N.M
Sample Condition : Satisfactory
Marking : Sample No : $5-30/26
Sample Drawn By : Customer -
Date of Starting of Test :31/07/2026 Date of Completion : 05/08/2026
Sr No | Quality Characteristics Result Test Method
Chemical
Food And Agricultural Products
1 Moisture % 9.91 GL/SOP/C-266 ;
2 Sulphur Dioxide (as SO2) ppm 56.79 FSSAI Manual of Food Additives
Method No.2.5.3.1
3 Viscosity cps (5 % Solution at 1586.6 By Viscometer
80 Deg.C, Spindle No-3 & 60
RPM)
4 | Viscosity cps (5 % Solution at 1420.4

By Viscometer

Note : NM = Not Mentioned, Customer requested for the above test only

s

Mamta Bhavsar

Reviewed By

For Verification

*** END OF REPORT ***

: General Terms & Co

FOR, GUJARAT TESTLAB PVT. LTD
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Trupti Thakor

Autho. Signatory
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