Gujarat
Testlab Private Limited

TEST REPORT " Doc. No: GTL/D/7.5/02

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813129/NS
Plot No : 147, G.I.D.C., Vartej, , Date of Receipt : 10/08/2026
g:avna%an Gguzjg%tnozs Date of Issue : 13/08/2026
one No: ' .
Email : ruchik@madhusilica.com fustomer's Ref. No . :N.M
Sample Described as : PolySIL-MP43 .
Sample Qty : 50 gm : Mfg. Date. : 05.08.2026
Packing Mode : Sample Packed in Plastlc Bags Exp. Date : 04.08.2029
B.No tN.M
Sample Condition : Satisfactory
Marking : Lot No : 2627240010
\
Sample Drawn By : Customer. i
Date of Starting of Test : 10/08/2026 Date of Completion  : 13/08/2026
Sr No | Quality Characteristics L Result Test Method
Chemical \
Miscellanous
1 Iron (as Fe) mg/kg h 72.16 I ‘ By AAS

.~ FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory

For Verification

*** END OF REPORT *x*x*

le(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. (2)This test
part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written
Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority
days from the date of issue of the test report. Perishable samples will be destroyed after testing. ( 5) Samples not drawn by us unless
e laboratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and for data
cy and validity of the lest results may be affected if such information or data is incorrecl. incomplete, or misleading. (9) Subject to the

Disclaimer Note

(1) The test results relate only to
report shall not be reproduced, either
approval of Gujarat Testlab Private
tested samples will be dlspowd

Web : www.gujaratlaboratory.com




GujaratNM/V\A/W

Testlab Private Limited

TEST REPORT " Doc. No:GTL/D/7.5/02

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813131/NS
Plot No : 147, (_S.I.D.C., Vartej, , Date of Receipt 1 10/08/2026
Er&avna?‘ar, %‘-‘212;'37%3028 Date of Issue : 13/08/2026
one No : ) ‘
Email : ruchik@madhusilica.com Customer's Ref, No __:N:M
Sample Described as : PolySIL-MP45 e
Sample Qty : 50 gm Mfg. Date. : 06.08.2026
Packing Mode : Sample Packed in Plastic Bags Exp. Date \ : 05.08.2029
B.No N\ $N.M
Sample Condition : Satisfactory N\
Marking : Lot No : 2627240010,Sample-01 \‘5’%
A
\'-"I
Sample Drawn By : Customer,,‘ t
Date of Starting of Test : 10/08/2026 Date of Completion | : 13/08/2026
Sr No | Quality Characteristics 11_. Result / Test Method
Chemical :
Miscellanous
1 I Iron (as Fe) mg/kg 70.52 | ' By AAS

FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory

For Verification

*** END OF REPORT **x*

mple(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. (2)This test
1 part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written
) Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority
“days from the date of issue of the test report. Perishable samples will be destroyed after testing ( 5) Samples not drawn by us unless
the laboratory is limited to the amount invoiced for the lesting services. (7 ) Test reports are issued based on the information and /or data
racy and validity of the test results may be affected if such information or data is incorrect, incomplete, or misleading. (9) Subject to the

Disclaimer Note

(1) The test results relate only to the
report shall not be reproduced, either w
approval of Gujarat Testiab Private
tested samples will be disposed of i
otherwise stated (6) The lotal liabi
provided by the customer. (
Ahmedabad Jurisdiction Onl

Web : www.gujaratlaboratory.com




Gujarat
Testlab Private Limited

TEST REPORT Doc. No : GTL/D/7.5/02

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813133/NS
Plot No : 147, G.I.D.C., Vartej, , Date of Receipt : 10/08/2026
g:avna%afr %lgg;?t?sozs Date of Issue : 13/08/2026
one No : : A
Email : ruchik@madhusilica.com Customer’s Ref. No _  :N.M
Sample Described as : PolySIL-MP45 .
Sample Qty :50gm ; Mfg. Date. : 06.08.2026
Packing Mode : Sample Packed in Plastic Bags Exp. Date ° : 05.08.2029
B.No :N.M
Sample Condition : Satisfactory
Marking : Lot No : 2627240010,Sample No.02
Sample Drawn By : Customer! "‘.‘fi
Date of Starting of Test : 10/08/2026 Date of Completion ' 1 13/08/2026
Sr No | Quality Characteristics Result Test Method
Chemical !
Miscellanous :
1 Iron (as Fe) mg/kg 71.63 | / By AAS

Note : NM = Not Mentioned, Customer requested for the above:t y . _~"FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory

For Verification

*** END OF REPORT *x**

ple(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. {2)This test
in part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written
3) Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority ,
ays from the date of issue of the test report, Perishable samples will be destroyed after testing ( 5) Samples not drawn by us unless
e laboratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and for data

racy and validity of the lest results may be affected if such information or data is incorrect, incomplete. or misleading. (9) Subject to the

Disclaimer Note

(1) The test results relate only to

report shall not be reproduced, either
approval of Gujarat Testlab Private
tested samples will be disposed of ;
otherwise stated (6) The i tal |
provided by the customer. (¢

Ahmedabad Jurisdiction Only.

g5

Web : www.gujaratlaboratory.com




Gujarat
Testlab Private Limited

TEST REPORT " Doc. No:GTL/D/7.5/02

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813134/NS
Plot No : 147, G.L.D.C., Vartej, , Date of Receipt : 10/08/2026
Bhavnagar, Gujarat Date of Issue 1 13/08/2026

Phone No : 9227773028

Email : ruchik@madhusilica.com Customer’s Ref. No  :N.M

Sample Described as : PolySIL-MP45 L ——

Sample Qty : 50 gm o~ Mfg. Date. : 06.08.2026

Packing Mode : Sample Packed in Plastic Bags Exp. Date 1 05.08.2029

B.No ; :N.M

Sample Condition : Satisfactory

Marking : Lot No : 2627240010,Sample No.03

Sample Drawn By : Customer;

Date of Starting of Test : 10/08/2026 Date of Completion : 13/08/2026
&
!

Sr No | Quality Characteristics \ Result / Test Method
§
Chemical /

Miscellanous

1 Iron (as Fe) mg/kg 73.15 l :,-f"r By AAS

/

__~FOR, GUIARAT TESTLAB PVT. LTD

Hemal Darji

_Note : NM = Not Mentioned, Customer requested for the ab

Autho. Signatory

For Verification

Disclaimer Note *** END OF REPORT *x**

(1) The test results relate only 1 ple(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. (2)This test
report shall not be reproduced, either 1 part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written
approval of Gujarat Testlab ) Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority,
tested samples will be disp days from the date of issue of the test report. Perishable samples will be destroyed after testing. ( 5) Samples not drawn by us unless
otherwise stated (6) The tot laboratory 1s limited to the amount invoiced 'or the testing services (7 ) Tes! reports are issued based on the information and /or data
provided by the customer. nd validity of the lest results may be affected if such information or data is incorrect. incomplete. or misleading. (9) Subject to the
Ahmedabad Jurisdictioagg@nl

Web : www.gujaratlaboratory.com




Gujarat
Testlab Private Limited

TEST REPORT

F"16:17’

" Doc. No: GTL/D/7.5/02

Email : ruchik@madhusilica.com

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813136/NS
Plot No : 147, G.I.D.C., Vartej, , Date of Receipt :10/08/2026
Bhavnagar, Gujarat Date of Issue : 13/08/2026
Phone No : 9227773028 Customer's Ref. No :N.M

Sample Described as
Sample Qty

Packing Mode
Sample Condition
Marking

Sample Drawn By

Date of Starting of Test

: PolySIL-MP45(E)
: 50 gm -
: Sample Packed in Plastic Bags

: Satisfactory
¢ Lot No : 2627240011,Sample No.01

: Customer
1 10/08/2026

Mfg. Date.._

Exp. Date
B.No Ry

Date of Completion

1113/08/2026

1 07.08.2026
: 06.08.2029
1 N.M

Sr No | Quality Characteristics Result Test Method
Chemical
Miscellanous
1 Iron (as Fe) mg/kg 69.73 l By AAS

Note : NM = Not Mentioned, Customer requested for the abovet

Disclaimer Note

(1) The test results relate only to the
report shall not be reproduced, either
approval of Gujarat Testlab Private L
tested samples will be disposed of &

otherwise slated (6) The lotal |
provided by the customer. (8):
Ahmedabad Jurisdiction Only.

For Verification

_.~ FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory

*** END OF REPORT ***
e(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. (2)This test
in part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written
3) Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority,
| days from the dale of issue of the test report. Perishable samples will be destroyed after testing. ( 5) Samples not drawn by us unless
e laboratory is limited to the amount invoiced for the lesting services. (7 ) Tes! reports are issued based on the information and /or data
curacy and validity of the test resulls may be affected if such information or data is incorrecl.

Web : www.gujaratlaboratory.com

incomplete. or misleading. (9) Subject to the




F-16,17, Madhavpura Market,
M : 7486086091, 960138968

Guj arat),hu
Testlab Private Limited

TEST REPORT " Doc. No:GTL/D/7.5/02

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813137 /NS
Plot No : 147, G.I.D.C., Vartej, , Date of Receipt : 10/08/2026
E';}avna?fn %uzjg;%tnozs Date of Issue : 13/08/2026
one No : . .
Email : ruchik@madhusilica.com Customer's Ref. No  :N.M
Sample Described as : PolySIL-MP45(E) —— .
Sample Qty : 50 gm . Mfg. Date. : 07.08.2026
Packing Mode : Sample Packed in Plastic Bags Exp. Date : 06.08.2029
B.No tN.M
Sample Condition : Satisfactory AN
Marking : Lot No : 2627240011,Sample No.02
\
Sample Drawn By : Customer/ \
Date of Starting of Test : 10/08/2026 Date of Completion 1 13/08/2026
Sr No | Quality Characteristics :‘1.;. Result Test Method
Chemical
Miscellanous
1 Iron (as Fe) mg/kg 73.08 | d By AAS

Note : NM = Not Mentioned, Customer requested for the abov _~FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory

For Verification

*** END OF REPORT *x*=*

ple(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. (2)This test
part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written

) Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority
“days from the date of issue of the test report. Perishable samples will be destroyed after testing. ( 5) Samples not drawn by us unless
laboratory is limited to the amounlt invoiced lor the lesling services. (7 ) Tesl reponts are issued based on the information and /or data
racy and validity of the lest results may be affected if such information or data is incorrect, incomplete, or misleading, (9) Subject to the

Disclaimer Note

(1) The test results relate only to the i
report shall not be reproduced, either
approval of Gujarat Testlab Private |
tested samples will be disposed of
otherwise stated (6) The total lia
provided by the customer. (8)
Ahmedabad Jurisdiction Only.

Web : www.gujaratlaboratory.com




F-16,17, Madhavpura Market, -

Gujarat
Testlab Private Limited

TEST REPORT " Doc. No : GTL/D/7.5/02

Page 1 of 1
Report Issued To : Madhu Silica Pvt. Ltd. Test Report No : GTL/04260813138/NS
Plot No : 147, G.I.D.C., Vartej, , Date of Receipt : 10/08/2026
g:avna%lan %UZjS;a?’t73028 Date of Issue : 13/08/2026
one No : ; .
Email : ruchik@madhusilica.com Customer's Ref. No @ N.:M
Sample Described as : PolySIL-MP45(E) .
Sample Qty : 50 gm Mfg. Date. : 07.08.2026
Packing Mode : Sample Packed in P|aStIC Bags Exp. Date : 06.08.2029
B.No AN :N.M
Sample Condition : Satisfactory X
Marking t Lot No : 2627240011,Sample No.03
Sample Drawn By : Customer
Date of Starting of Test : 10/08/2026 Date of Completion | : 13/08/2026
Sr No | Quality Characteristics ' Result j Test Method
Chemical
Miscellanous
1 Iron (as Fe) mg/kg 72.40 | By AAS

~FOR, GUJARAT TESTLAB PVT. LTD

F=

Hemal Darji

Note : NM = Not Mentioned, Customer requested for the above~t’

Autho. Signatory

For Verification

*** END OF REPORT *=*

mple(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred nor implied. (2)This test
part, and shall not be used as evidence in any court of law or for any advertising or promotional purpose without the prior written
(a) Customer requested for the above test only. (4) Unless otherwise agreed with the customer or required by a regulatory authority,
days from the date of issue of the test report. Perishable samples will be destroyed after testing. ( 5) Samples not drawn by us unless
ihe laboratory is limited to the amount invoiced for the lesting services. (7 ) Test reports are issued based on the information and /or data
acwracy and validity of the test results may be affected if such information or data is incorrect. incomplete. or misleading. (9) Subject to the

Disclaimer Note

(1) The test results relate only to the
report shall not be reproduced, either w[ﬁlf?
approval of Gujarat Testlab Private
tested samples will be disposed of
otherwise stated (6) The total liabi
provided by the cuslomer. (8
Ahmedabad Jurisdiction Onl

Web : www.gujaratlaboratory.com






