g F-18,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004

- Ph. : 079-25626040, 25624821
uJ ara t M : 7486086091, 9601389681

- E:gujlab@gmail.com
Testlab Private Limited guyjlab.info@gmail.oom. . -
TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 2
Report Issued To: Vasa Pharmachem Pvt.Ltd. ( Test Report No : GTL/04260824045/NS
SD:;::?N)O {48, Bhateniita Date of Receipt : 19/08/2026
Trashad Rc;ad, Bi‘letawada, Dholka, Data of Issue : 24/08/2026
Pin Code-382225, Ahmedabad, Customer's Ref. No : 0357/26 FP/D/2425/0911
Gujarat
Phone No : 7878220609
Email :
dholka.gc@vasapharmachem.com
Sample Described as : Sodium Carbonate Anhydrous IP/BP/EP/USP
Sample Qty : 50 gm :
Packing Mode : Sample Packed in Plastic Bags Mfg. Date : 02-2025
Exp. Date : 01-2030
Sample Condition : Satisfactory B.No ¥ : D1002/25
Marking : Prod Code :'D/SC3-SM-AN
Sample Drawn By : Customer
Date of Starting of Test £ 19/08/2026 Date of Completion | : 24/08/2026
: Customer
li h i
:; Quality Characteristics Result Test Method Specification
Chemical
Industrial and Fine Chemicals
1 | Cadmium (as Cd) mg/kg . B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.2
2 | Lead (as Pb) mg/kg L 0.093 By ICP-MS Max. 0.5
3 | Arsenic (as As) mg/kg | B.L.Q.(Q.L.=0.02) By ICP-MS Max.1.5
4 | Mercury (as Hg) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 0.3
5 | Cobalt ( as Co) mg/kg " B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.5
6 Vanadium (as V) mg/kg 0.21 By ICP-MS Max.1.0
7 | Nickel (as Ni) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max.2.0
8 | Thallium (as TI) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.8
9 | Gold (as Au) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 30
10 | Palladium (as Pd) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
11 | Iridium (as Ir) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
12 g/ B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
13 B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
14 B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
15 lium (as Se) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 8.0
16 | Si (as Ag) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
17| Platinum (as Pt) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
18 | Lithium (as Li) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 25
19 | Antimony (as Sb) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 9.0
20 | Barium (as Ba) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 70
21 | Molybdenum (as Mo) mg/I B.L.Q.(Q.L.=0.02) By ICP-MS Max. 150
22 | Copper (as Cu) mg/kg 0.41 By ICP-MS Max.30
23 | Tin (as Sn) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 60
24 | Chromium (as Cr) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 110

- ’ Web : www.gujaratlaboratory.com !




Guj arat),

Testlab Private Limited

Doc. No : GTL/D/7.5/02

Test Report No : GTL/04260824045/NS Page 2 of 2
Sr | Quality Characteristics Result Test Method Customer
No Specification
Remark: In respect of the test performed the submitted sample CONFORM

to the above specification for the Parameter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Quantification,
Q.L.=Quantification Limit, Customer requested for the above test only 2 LA FOR, GUJARAT TESTLAB PVT. LTD

Rupesh Desai

Hemal Darji

'\‘*xx\
R‘Ku&ho. Signatory
*** END OF REPORT *** J"E‘é\
\

Reviewed By Dehal
For Verification

Disclaimer Note

(1) The test results relate only to the tested sample(s) and the applicable parameter(s). Endorsement or _certification ﬁof the product is neither inferred
nor implied. (2)This test report shall not be reproduced, sither wholly or in part, and shall not be used as evidence in any court of law or for any
advertising or promotional purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
only. (4) Unless otherwise agreed with the custol‘\i;er or required by a regulatory authority, tested samples will be dlg;‘bosed of after 21 days from the
date of issue of the test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total
liability of the laboratory is limited to the amount ‘invoiced for the testing services. (7 ) Test reports are issued based on the information and /or data

provided by the customer. (8) The accuracy and validity of the test results may be affected If such information ‘or data is incorrect, incomplete, or
misleading. (3) Subject to the Ahmedabad Jurisdiction Only. /

N

/

1 Web : www.gujaratlaboratory.com _



Gujarat
Testlab Private Limited

F-186,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821
M : 7486086091, 9601389681 ;

gujlab.info@gmail.com

TEST REPORT

Doc. No: GTL/D/7.5/02
Page 1 of 2

Report Issued To:

Vasa Pharmachem Pvt.Ltd. (
Dholka )

Survey No.1354, Bhatewada -
Trashad Road, Bhetawada, Dholka,
Pin Code-382225, Ahmedabad,
Gujarat

Phone No : 7878220609

Email :
dholka.gc@vasapharmachem.com

Test Report No
Date of Receipt
Date of Issue
Customer's Ref. No

: GTL/04260824046/NS
: 19/08/2026

: 24/08/2026

: 0358/26 FP/D/2425/1006

Sample Described as
Sample Qty
Packing Mode

Sample Condition
Marking

i Sodium Carbonate Anhydrous IP/BP/EP/USP

: 50 gm -
: Sample Packed in Plastic Bags

: Satisfactory
: Prod Code : D/SC3-SM-AN

Sample Drawn By
Date of Starting of Test

: Customer
: 19/08/2026

Mfg. Date 1 02-2025
Exp. Date : 01-2030
B.No : D1003/25

Date of Completion

| 1 24/08/2026

Customer
:; Quality Characteristics Result Test Method Specification
Chemical
Industrial and Fine Chemicals

1 Cadmium (as Cd) mg/kg | B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.2
2 | Lead (as Pb) mg/kg W, 0.062 By ICP-MS Max. 0.5
3 | Arsenic (as As) mg/kg | B.L.Q.(Q.L.=0.02) By ICP-MS Max.1.5
4 | Mercury (as Hg) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 0.3
5 | Cobalt ( as Co) mag/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.5
6 Vanadium (as V) mg/kg 0.27 By ICP-MS Max.1.0
7 | Nickel (as Ni) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max.2.0
8 | Thallium (as TI) mg/kg j B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.8
9 Gold (as Au) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 30
10 | Palladium (as Pd) B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
11 | Iridium (as Ir) B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
12 | Osmium (as Os) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
13 | Rhodium (as Rh) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
14 | Ruthenium (a Ru) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
15 | Selenium (as Se) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 8.0
16 (as Ag) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
17 | Platinum (as Pt) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
18 | Lithium (as Li) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 25
19 | Antimony (as Sb) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 9.0
20 | Barium (as Ba) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 70
21 | Molybdenum (as Mo) mg/I B.L.Q.(Q.L.=0.02) By ICP-MS Max. 150
22 | Copper (as Cu) mg/kg 0.39 By ICP-MS Max.30
23 | Tin (as Sn) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 60
24 | Chromium (as Cr) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 110

_l | ; Web : www.gujaratlaboratory.com -



Gujarat/MM/VW\M

Testlab Private Limited

Doc. No : GTL/D/7.5/02

Test Report No : GTL/04260824046/NS Page 2 of 2
Customer
:: Quality Characteristics Result Test Method Specification
Remark: In respect of the test performed the submitted sample CONFORM

to the above specification for the Parameter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Quantification,
Q.L.=Quantification Limit, Customer requested for the above test only P h e FOR, GUJARAT TESTLAB PVT. LTD

R

_\"»§ Hemal Darji

Rupesh Desai

. Reviewed By ESEEIR s Autho. Signatory

For Verification

%

*** END OF REPORT *** ‘\.

i

Disclaimer Note |
(1) The test results relate only to the tested urflple(s) and the applicable parameter(s). Endorsement or certification 'of the product is neither inferred
nor implied. (2)This test report shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
advertising or promotional purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Cusﬁufflar requested for the above test
only. (4) Unless otherwise agreed with the l:ustol'per or required by a regulatory authority, tested samples will be disposed of after 21 days from the
date of issue of the test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us urjass otherwise stated (6) The total
. liability of the laboratory is limited to the amount 'E:avoioed for the testing services. (7 ) Test reports are issued based on the information and for data
provided by the customer. (8) The accuracy and validity of the test results may be affected if such information ‘or data is incomect, incomplete, or

misleading. (9) Subject to the Ahmedabad Jurisdiction Only. :

% /

- : Web : www.gujaratlaboratory.com




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004

Ph. : 079-25626040, 25624821

M : 7486086091, 9601389681 AR e

Gujarat

E : gujlab@gmail.com
¥ 11N 1 lab.info(@ .com
Testlab Private Limited Esllb-elone
TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 2
Report Issued To: Vasa Pharmachem Pvt.Ltd. ( Test Report No : GTL/04260824047 /NS
g:r%';;aN)o e, Date of Receipt : 19/08/2026
Trashad Road, Bhetawada, Dholka, Date of Issue 1 24/08/2026
Pin Code-382225, Ahmedabad, Customer's Ref. No : 0356/26 D/SC3-SM-AN
Gujarat
Phone No : 7878220609
Email :
dholka.qc@vasapharmachem.com
Sample Described as ! Sodium Carbonate Anhydrous IP/BP/EP/USP
Sample Qty : 50 gm .
Packing Mode : Sample Packed in Plastic Bags Mfg. Date 1 02-2025
: Exp. Date 1 12-2029
Sample Condition : Satisfactory B.No . 1D/001/25
Marking : Prod Code ; D/SC3-SM-AN R
Sample Drawn By : Customer
Date of Starting of Test £ 19/08/2026 Date of Completion : 24/08/2026
. Customer
:: Quality Characteristics Result Test Method Specification
Chemical
Industrial and Fine Chemicals
1 Cadmium (as Cd) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.2
2 | Lead (as Pb) mg/kg 0.11 By ICP-MS Max. 0.5
3 | Arsenic (as As) mg/kg ~ B.L.Q.(Q.L.=0.02) By ICP-MS Max.1.5
4 | Mercury (as Hg) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 0.3
5 | Cobalt ( as Co) mg/kg : B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.5
6 | Vanadium (as V) mg/kg 0.20 By ICP-MS Max.1.0
7 | Nickel (as Ni) mg/kg ' B.L.Q.(Q.L.=0.02) By ICP-MS Max.2.0
8 | Thallium (as Tl) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 0.8
9 | Gold (as Au) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 30
10 | Palladium (as Pd) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
11 | Iridium (as Ir) mglkg i B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
12 B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
13 B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
14 B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
15 | Selenium (as Se) ma/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 8.0
16 | silver (as Ag) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
17 | Platinum (as Pt) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 1.0
18 | Lithium (as Li) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 25
19 | Antimony (as Sb) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max 9.0
20 | Barium (as Ba) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 70
21 | Molybdenum (as Mo) mg/I B.L.Q.(Q.L.=0.02) By ICP-MS Max. 150
22 | Copper (as Cu) mg/kg 0.46 By ICP-MS Max.30
23 | Tin (as Sn) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 60
24 | Chromium (as Cr) mg/kg B.L.Q.(Q.L.=0.02) By ICP-MS Max. 110

_l ; Web : www.gujaratlaboratory.com -



Gujarat
Testlab Private Limited

Doc. No : GTL/D/7.5/02

Test Report No : GTL/04260824047 /NS Page 2 of 2
i z Customer
:; Quality Characteristics Result Test Method Specification
Remark: In respect of the test performed the submitted sample CONFORM

to the above specification for the Parameter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Quantification,
Q.L.=Quantification Limit, Customer requested for the above test only _ A FOR, GUJARAT TESTLAB PVT. LTD

-
Y

Rupesh Desai ""‘ix\ Hemal Darji

N
Ai:%ho. Signatory

Reviewed By DEeCaR-
For Verification

. **% END OF REPORT ***
Disclaimer Note \
(1) The test results relate only to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
nor Implied. (2)This test report shall not be reproduced, either wholly or in par, and shall not be used as evldencé in any court of law or for any
advertising or promotional purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test

only. (4) Unless otherwise agreed with the customer or required by a regulatory authority, tested samples will be dlg'posed of after 21 days from the
date of issue of the test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total

liability of the laboratory is limited to the amount hvoicsd for the testing services. (7 ) Test reports are Issued based on the information and /or data
provided by the customer. (8) The accuracy and validity of the test results may be affected if such information ‘or data is incorrect, incomplete, or
misleading. (9) Subject to the Ahmedabad Jurisdiction Only. f
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- Web : www.gujaratlaboratory.com _






