F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004

3 Ph. : 079-25626040, 25624821

G uJ a r a t : M : 7486086091, 9601389681
. . . : E gujlab@gmaﬂeom i

Testlab Private Limited = gujlab.info@gmail.com

TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914192/NS
Sulr\;jev3 g;:3;9,TMlaj£a goad, ; Date of Receipt 1 02/09/2026
Talod-383215,, Talod, Gujara .
Phone No : 9898237777 icnnedy S wapin : ;4'{109/ 2620
Email : quality@gangotricalcium.com Customer’s Ref. No :N.
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty : 50 gm ' -
Packing Mode : Sample Packed in Plastic Bags Mfg. Date : N.M.
Exp. Date :N.M.
Sample Condition : Satisfactory B.No . 1 CCD26112
Marking : Batch Size : 10000 KG
Sample Drawn By : Customer
Date of Starting of Test : 02/09/2026 Date of Completion 14/09/2026
Z .‘ ‘, Customer
Sr | Quality Characteristics Result Test Method
No 1 Specification
Chemical
Industrial and Fine Chemicals 3
1 Lead (as Pb) ppm By ICP-MS Max, 0.125
2 Fluoride (as F) ppm By IC Max. 50
Remark: In respect of the test performed the sub mitted sample ~_DOES NOT CONFORM

to the above specification for the Parameter tested

FOR, GUJA TESTLAB PVT. LTD

Hemal Darji

? Autho. Signatory
For Verification

*** END OF REPORT ***
i Nof

(1) The test resuits

o the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
st report shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
el purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test

i " : Web : www.gujaratlaboratory.com




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004 =
G UJ a I' a t M : 7486086091, 9601389681
° ° E: gnjlab@gmail.com
Testlab Private Limited guilahinfo@gmail.co
TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/M2§0914193/ NS
Survey N;2=379, Mlajga goad, : Date of Receipt : 02/09/2026
Talod-383215,, Talod, Gujara §
Phone No : 9898237777 Duteiof Ivsoe ' :‘4409/ %429
Email : quality@gangotricalcium.com Customer's Ref. No : N.
Sample Described as i Calcium Carbonate DC 92.5% oy
Sample Qty 150 gm . ' i
Packing Mode : Sample Packed in Plastic Bags Mfg. Date . i N.M.
Exp. Date N :N.M,
Sample Condition : Satisfactory B.No %, :1CCD26125
Marking : Batch Size : 10000KG Y
Sample Drawn By : Customer
Date of Starting of Test £ 02/09/2026 Date of Completion __ : 14/09/2026
: | EE Customer
:; Quality Characteristics | Result Test Method ! Specification
Chemical
Industrial and Fine Chemicals
1 Lead (as Pb) ppm 4 N 46.04 By ICP-MS . Max. 0.125
Fluoride (as F) ppm ; 13.25 By IC Max. 50
Remark: In respect of the test performed the sub tte&- %’ai‘nnlg _ D_OES"EIOT CONFORM

to the above specification for the Para__ﬁi"éter tested i

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Juantification,
Q.L.=Quantification Limit, Customer requested

FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

- Autho. Signatory
For Verification
*** END OF REPORT ***

Disclaimer Note

(1) The test mnﬂs to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
nor implied. _(2}Thls ort shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any

- Web : www.gujaratlaboratory.com 7




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821

G uj a r a t : M : 7486086091, 9601389681

@ ® ® d E .: guj}ah@gmﬂi!.ﬂom
Testlab Private Limite A
7 TEST REPORT Doc. No : GTL/D/7.5/02
: Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914194/NS
S"}”ﬂf"é 3392:357.9'7”1&53 éogld, ; Date of Receipt 1 02/09/2026
Talod- 15,, Talod, Gujara .
Phone No : 9898237777 Oate of Ixsus : ;"'4 ayaiae
Email : quality@gangotricalcium.com Customer's Ref. No  : N.
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty : 50 gm Y
Packing Mode t Sample Packed in Plastic Bags Mfg. Date . : N.M.
Exp. Date i N.M.
Sample Condition : Satisfactory B.No A" _ +CCD26135
Marking : Batch Size : 10000KG
Sample Drawn By : Customer . \ .
Date of Starting of Test : 02/09/2026 Date of Completion 2 14/09/2026
— : Customer
Sr | Quality Characteristics Result Test Method
No i : Specification
Chemical
Industrial and Fine Chemicals :
1 | Lead (as Pb) ppm 45.13 By ICP-MS Max. 0.125
2 | Fluoride (as F) ppm 11.08 By IC Max. 50

Remark: In respect of the test performed the submitted sample
to the above specification for the Parameter tested e

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of
Q.L.=Quantification Limit, Customer requested for|

'DOES NOT CONFORM

ntification,
> above test only FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory
For Verification

*** END OF REPORT **x
/ to the tested sample(s) and the applicable parameter

shall not be reproduced, either.wholly or in part, and shall not be used as evidence in

‘customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or
misleading. (9) Subject to the Ahmedabad Jurisdiction Cnly.

Web : www.gujaratlaboratory.com




Gujarat
Testlab Private Limited

F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821

M : 7486086091, 9601389681

E : gujlab@gmail.com
gujlab.info@gmail.com

Doc. No : GTL/D/7.5/02

TEST REPORT
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914195/NS

Survey No:379, Majra Road,
Talod-383215,, Talod, Gujarat
Phone No : 9898237777

Date of Receipt
Date of Issue

1 02/09/2026
1 14/09/2026

Marking : Batch Size : 10000 KG

Sample Drawn By
Date of Starting of Test

: Customer
1 02/09/2026

Email : quality@gangotricalcium.com Customer's Ref. No : N.M
Sample Described as ¢ Calcium Carbonate DC 92.5%
Sample Qty :50 gm S,
Packing Mode : Sample Packed in Plastic Bags Mfg. Date - :N.M.
' Exp. Date : N.M.,
Sample Condition : Satisfactory B.No

% 1CCD26144

Date of Completion 14/09/2026

. i Customer
:: Quality Characteristics Result Test Method | Specification
Chemical
Industrial and Fine Chemicals
Lead (as Pb) ppm 44,51 By ICP-MS Max. 0.125
2 Fluoride (as F) ppm 13.60 By IC Max. 50

Remark: In respect of the test performed the supma&ed -E’a‘mp_le
to the above specification for the Parameter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Qi

T ";‘Jﬁcatlon,
Q.L.=Quantification Limit, Customer requested for. the above test only

For Verification

*%* END OF REPORT ***

to the tested sample(s) and the applicable
Bport shall not be reproduced, either wholly or in
purpose without the prior written approval of G

ujarat Testlab Private Limited. (3)

DOES NOT CONFORM

FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

Autho. Signatory

parameter(s). Endorsement or certification of the product is neither inferred
part, and shall not be used as evidence In any court of law or for any

Customer requested for the above test




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821

M : 7486086091, 9601389681

Gujarat

. « ' = E : gujlab@gmail.com
Testlab Private Limited S gujlab.info@gmail.com
TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914196/NS
.%ulnge% é\I; 2 f;Q.TMlajga goad, i Date of Receipt 1 02/09/2026
alod- ,» Talod, Gujara =
Phone No : 9898237777 DAtA 6 Iesta : ;4409’ 2025
Email : quality@gangotricalcium.com Customer’s Ref. No :N.
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty : 50 gm ' S
Packing Mode : Sample Packed in Plastic Bags Mfg. Date : : N.M,
Exp. Date : N.M,
Sample Condition : Satisfactory B.No h 1 CCD26155
Marking : Batch Size : 10000 KG
Sample Drawn By : Customer
Date of Starting of Test : 02/09/2026 Date of Completion ; 14/09/2026
Sr | Quality Characteristics Result Test Method . Cugtoiner
No i Specification
Chemical
Industrial and Fine Chemicals
Lead (as Pb) ppm By ICP-MS Max. 0.125
2 Fluoride (as F) ppm By IC Max. 50
Remark: In respect of the test performed the submitted s"&fhple_ _DOES NOT CONFORM

to the above specification for the Para_lﬁéter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Qi
Q.L.=Quantification Limit, Customer requested for

7

FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

i Autho. Signatory
For Verification

*** END OF REPORT ***-

Disclaimer Note :
(1) The test results
nor implied. (2)This
advertising or proy

nly to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
report shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
nal purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
ise agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total
ratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and jor data
customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or
ubject to the Ahmedabad Jurisdiction Only. )

Web : www.gujaratiaboratory.com




F-16,17, Madhavpura Market,

Shahibaug, Ahmedabad-380004
3  Ph.:079-25626040, 25624821
UJ a r a -~ M: 7486086091, 9601389681
g o id R ~ E: gujlab@gmail.com
Testlab Private Limited gujlab.info@gmail.com
TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914197 /NS
Sl-llr\:jey3 g; 2 g;g,TM?jga _(F;lo.jid, t Date of Receipt : 02/09/2026
Talod- .+ lalod, Gujara .
Phone No : 9898237777 Data:of Iasus : ;4409/ 2026
Email : quality@gangotricalcium.com Customer's Ref. No :N.
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty : 50 gm i B
Packing Mode : Sample Packed in Plastic Bags Mfg. Date - : N.M.
Exp.Date . :N.M,
Sample Condition : Satisfactory B.No . 1 CCD26164
Marking : Batch Size : 10000 KG
Sample Drawn By : Customer
Date of Starting of Test : 02/09/2026 Date of Completion __: 14/09/2026
Sr | Quality Characteristié.s ' : Result Test Method Clstomas
No i | Specification
Chemical
Industrial and Fine Chemicals
Lead (as Pb) ppm 43.83 By ICP-MS Max. 0.125
2 | Fluoride (as F) ppm 12.77 By IC Max. 50
Remark: In respect of the test performed the submitted gﬁmple : _DOES NOT CONFORM
to the above specification for the Pargf’ﬁeter tested SRS
Note : N.M.=Not Mentioned, B,L.Q.=Below Limit of Quantification,
Q.L.=Quantification Limit, Customer requested for ve test only FOR, GUJA TESTLAB PVT. LTD
: Hemal Darji

: Autho. Signatory
For Verification

**% END OF REPORT ***
Disclaimer Nate

(1) The test results relz

S| fo the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
nor implied. (2)This |

ot shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any

advertising or prc al purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
only. (4) L T agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
date of issue test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total
liability. of f : is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and /or data
provided

f the customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or
misleading. (8) Subject to the Ahmedabad Jurisdiction Only.

B : ' Web : www.gujaratlaboratory.com -




i 3 F-16,17, Madhavpura Market,
‘ B Shahibaug, Ahmedabad-380004
3 : : Ph. : 079-25626040, 25624821
uJ a r a M : 7486086091, 9601389681
. . . E : gujlab@gmail.com
Testlab Private Limited AT
7 TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No i GTL/04260914198/NS
?ulr\ée% EI;JBO 2 f;g.TMlajéa gogd, i Date of Receipt : 02/09/2026
alod- ., Talod, Gujara .
Phone No : 9898237777 Date of Is.sue : 14/09/2026
Email : quality@gangotricalcium.com Customer’s Ref. No :N.M
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty 150 gm - ' R
Packing Mode : Sample Packed in Plastic Bags Mfg. Date i N.M.
Exp. Date : N.M.
Sample Condition : Satisfactory B.No % :CCD26120
Marking : Batch Size : 10000 KG %
Sample Drawn By : Customer ‘ t".;
Date of Starting of Test : 02/09/2026 Date of Completion __: 14/09/2026
< oo i Customer
:; Quality Characteristics _ Result Test Method Specification
Chemical
Industrial and Fine Chemicals
Lead (as Pb) ppm 44.60 By ICP-MS - Max. 0.125
2 Fluoride (as F) ppm 10.75 By IC. Max. 50
Remark: In respect of the test performed the submitted saﬁ'aple DOES NOT CONFORM
to the above specification for the Parq(ﬁeter tested N
Note : N.M.=Not Mentioned, B.L.Q.=Below Limit 6f=gué%£iﬂcatlon,
Q.L.=Quantification Limit, Customer requested for the above test only FOR, GUJARAT TESTLAB PVT. LTD
Hemal Darji
Autho. Signatory

For Verification

*** END OF REPORT ***

y to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
it shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
se agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
] Iest report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total

laboratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and /or data
customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or
ubject to the Ahmedabad Jurisdiction Only.

Web : www.gujaratlaboratory.com




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821

G uj a r a t M : 7486086091, 9601389681

Testlab Private Limited i E : gujlab@gmail.oom

gujlab.info@gmail.com
TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1

Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914199/NS

$ulrvde\§ g;zzfgg,TMFjga éqad, g Date of Receipt : 02/09/2026

alod- .+ Talod, Gujara .

Phone No : 9898237777 Data;of iLasus : :‘4409/ 2026

Email : quality@gangotricalcium.com Customer's Ref. No :N.
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty 150 gm ' S
Packing Mode : Sample Packed in Plastic Bags Mfg. Date : N.M.

Exp. Date Ny :N.M.
Sample Condition : Satisfactory B.No % 1CCD26129
Marking : Batch Size : 10000 KG :
Sample Drawn By : Customer \
Date of Starting of Test : 02/09/2026 Date of Completion __: 14/09/2026
2 : Customer
Sr | Quality Characteristics Result Test Method i . .
No i I Specification
Chemical
Industrial and Fine Chemicals /
1 Lead (as Pb) ppm 44.70 By ICP-MS Max. 0.125
Fluoride (as F) ppm 12,42 By IC Max. 50

Remark: In respect of the test performed the submitted sample
to the above specification for the Parameter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Qi
Q.L.=Quantification Limit, Customer requested for

DOES NOT CONFORM

FOR, GUJARAT TESTLAB PVT. LTD

Mamt }Havsar Hemal Darji

v\;red By Autho. Signatory

**¥ END OF REPORT ***
Disclaimer Note

to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
report shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any

purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
rwise agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total

boratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and /or data
“customer. (8) The accuracy and v.

: alidity of the test results may be affected if such information or data is incorrect, incomplete, or
‘Subject to the Ahmedabad Jurisdiction Only.

misleading. (

Web :-www.guja.ratlabora.tory.com




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004

5 Ph. : 079-25626040, 25624821

G uJ a r a t M : 7486086091, 9601389681
. . . E : gujlab@gmail.com
Testlab Private Limited © gujlab.info@gmail.com

TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914200/NS
$ulnae~g gl;z f;g,TMrjga éoad. 5 Date of Receipt : 02/09/2026
alod- .+ Talod, Gujara i
Phone No : 9898237777 Date of Is.sue : 14/09/2026
Email : quality@gangotricalcium.com Customer's Ref. No :N.M
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty : 50 gm . )
Packing Mode : Sample Packed in Plastic Bags Mfg. Date - % : N.M.
Exp. Date i N.M,
Sample Condition : Satisfactory B.No 5. :1CCD26140
Marking : Batch Size : 10000 KG X
Sample Drawn By : Customer A
Date of Starting of Test : 02/09/2026 Date of Completion 114/09/2026
. & Customer
S lity Ch ‘
N: Quality Characteristics Result Test Method | Specification
Chemical
Industrial and Fine Chemicals y
Lead (as Pb) ppm 44,25 By ICP-MS Max. 0.125
2 Fluoride (as F) ppm 14.06 By IC Max. 50
Remark: In respect of the test performed the submitted sample 'DOES NOT CONFORM

to the above specification for the Parameter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of Quantification,
Q.L.=Quantification Limit, Customer requested for bove test only FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji
Autho. Signatory

*%%¥ END OF REPORT ***
Disclaimer Note

only to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
ort shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
al purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
rwise agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total
ratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and /or data
provided by t stomer. (8) The accuracy and validity of the test resulls may be affected if such information or data is incorrect, Incomplete, or
misleading. (9) Subject to the Ahmedabad Jurisdiction Only.

Web : www.gujaratlaboratory.com




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821

G llj ar at g S | M : 7486086091, 9601389681

. o —— ~ E: gujlab@gmail.com
Testlab Private Limited il b il con

TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Report No : GTL/04260914201/NS
?uinée\é gl:;: 2=§§9,TMlajga éc@d. ; Date of Receipt : 02/09/2026
alod- .+ Talod, Gujara .
Phone No : 9898237777 Date of Is.sue : 14/09/2026
Email : quality@gangotricalcium.com Customer’s Ref. No :N.M
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty : 50 gm S
Packing Mode : Sample Packed in Plastic Bags Mfg. Date i N.M.
Exp. Date :N.M,
Sample Condition : Satisfactory B.No ©. 1 CCD26148
Marking : Batch Size : 10000 KG
Sample Drawn By : Customer
Date of Starting of Test : 02/09/2026 Date of Completion :14/09/2026
- | ' i Customer
:; Quality Characteristics . Result Test Method i Specification
Chemical
Industrial and Fine Chemicals 5 .
1 | Lead (as Pb) ppm ‘— 7 43.85 By ICP-MS Max. 0.125
2 | Fluoride (as F) ppm < 10.73 By IC Max. 50
Remark: In respect of the test performed the su s&ed T.?‘é'mpl__er DOES NOT CONFORM

to the above specification for the Parameter tested o

R

Note : N.M.=Not Mentioned, B.L.Q.=Below lel_t-*éﬁ_

Q.L.=Quantification Limit, Customer requested for the FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji

; Autho. Signatory
For Verification

*** END OF REPORT ***

nly to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
port shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
al purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
ise agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total

is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and Jor data

8 customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or
Subject to the Ahmedabad Jurisdiction Only.

Web : www.gujaratlaboratory.com




F-18,17, Madhavpura Market,

~ Shahibaug, Ahmedabad-380004

3 " Ph.:079-25626040, 25624821

G uJ a r a t ; M : 7486086091, 9601389681
. - E : gujlab@gmail.com
Testlab Private Limited e

TEST REPORT Doc. No : GTL/D/7.5/02
Page 1 of 1
Report Issued To: Gangotri Inorganic (P) Ltd. Test Repori: No : GTL/04260914202/NS
Survey No:379, Majra Rogd, Date of Receipt : 02/09/2026
Ta]od‘383215” Taiod, GUJarat Date of Issue : 14/09/2026
Phone No : 9898237777 N .M
Email : quality@gangotricalcium.com Customer's Ref. No :N.
Sample Described as : Calcium Carbonate DC 92.5%
Sample Qty :50gm ‘ T,
Packing Mode : Sample Packed in Plastic Bags Mfg. Date . : N.M.
Exp. Date _ 1 N.M.
Sample Condition : Satisfactory B.No %, :CCD26159
Marking t Batch Size : 10000 KG
Sample Drawn By : Customer :
Date of Starting of Test : 02/09/2026 Date of Completion 114/09/2026
Sr | Quality Characteristics | Result Test Method e
‘ Specification
No
Chemical
Industrial and Fine Chemicals y
1 Lead (as Pb) ppm 43,28 By ICP-MS Max. 0.125
2 Fluoride (as F) ppm By IC~ Max. 50
Remark: In respect of the test performed the submitted sé“i"hple_, __DOES NOT CONFORM
to the above specification for the Parameter tested o
Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of fication,
Q.L.=Quantification Limit, Customer requested fo bove test only FOR, GUJARAT TESTLAB PVT. LTD
it Hemal Darji
% RERES Autho. Signatory

For Verification
*** END OF REPORT ***

Disclaimer Note

(1) The test results only to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred
report shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
al purpose without the prior written approval of Gujarat Testiab Private Limited. (3) Customer requested for the above test
wise agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
st report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total
laboratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and /or data

customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or

Subject to the Ahmedabad Jurisdiction Only.

Web : www.gujaratlaboratory.com




F-16,17, Madhavpura Market,
Shahibaug, Ahmedabad-380004
Ph. : 079-25626040, 25624821

M : 7486086091, 9601389681

E : gujlab@gmail.com
gujlab.info@gmail.com

Gujarat
Testlab Private Limited

TEST REPORT Doc. No : GTL/D/7.5/02

Page 1 of 1
: GTL/04260914204/NS

Report Issued To: Gangotri Inorganic (P) Ltd.
Survey No:379, Majra Road,
Talod-383215,, Talod, Gujarat
Phone No : 9898237777

Email : quality@gangotricalcium.com

Test Report No
Date of Receipt : 02/09/2026
Date of Issue : 14/09/2026
Customer's Ref. No :N.M

Sample Described as
Sample Qty

: Calcium Carbonate DC 92.5%
: 50 gm

Mfg. Date

Packing Mode : Sample Packed in Plastic Bags i N.M.

Exp. Date :N.M.
Sample Condition : Satisfactory B.No : CCD26168
Marking : Batch Size : 10000 KG

Sample Drawn By
Date of Starting of Test

: Customer
: 02/09/2026

Date of Completion 14/09/2026

Customer
:: Quality Characteristics L Result Test Method Specification
Chemical
Industrial and Fine Chemicals
Lead (as Pb) ppm 49.54 By ICP-MS Max. 0.125
2 | Fluoride (as F) ppm 14,53 By IC Max. 50

Remark: In respect of the test performed the submitted sample

Ul __DOES NOT CONFORM
to the above specification for the Pa@ﬁeter tested

Note : N.M.=Not Mentioned, B.L.Q.=Below Limit of

FOR, GUJARAT TESTLAB PVT. LTD

Hemal Darji
Autho. Signatory

For Verification

*** END OF REPORT ***

ly to the tested sample(s) and the applicable parameter(s). Endorsement or certification of the product is neither inferred

nor implied. (2)Th port shall not be reproduced, either wholly or in part, and shall not be used as evidence in any court of law or for any
advertising or 3l purpose without the prior written approval of Gujarat Testlab Private Limited. (3) Customer requested for the above test
only. (4) Un rwise agreed with the customer or required by a regulatory authority, tested samples will be disposed of after 21 days from the
date of he test report. Perishable samples will be destroyed after testing. (5) Samples not drawn by us unless otherwise stated (6) The total
liability. of ratory is limited to the amount invoiced for the testing services. (7 ) Test reports are issued based on the information and for data
provided ) customer. (8) The accuracy and validity of the test results may be affected if such information or data is incorrect, incomplete, or

mlslaading; (9) Subject to the Ahmedabad Jurisdiction Only.
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